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REINFORCING STEEL (10-19-99)

Section 1070 of the Metric Standard Specifications shall be revised as follows:

Replace the wording “ASTM A615 for Grade 400” with “AASHTO M31M for Grade 420”
in Articles 1070-2 and 1070-6 and Subarticle 1070-8(D).
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